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WUXI EV WINDOW DECORATION CO.,LTD.   
NO.6, HUIHE RD, QIANZHOU INDUSTRIAL PARK, WUXI, JIANGSU, CHINA 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : Woven fabric: 100% polyester in white for window blinds(blackout roller) 
Style No. : EK1(300dX600d) 
Manufacturer : WUXI EV WINDOW DECORATION CO.,LTD. 
Country of Destination : UK/Australia 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : Aug 13, 2015 
Testing Period : Aug 24, 2015 -  Aug 27, 2015 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
Conclusion  
Extractable Heavy Metal  * 
Free Formaldehyde Content  * 
 
 
Remarks: *=No Specified Requirement 
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Test Result 
 
 
Free Formaldehyde Content 
Test Method: According to ISO 14184-1:2011 – Textile – Determination of Formaldehyde Part 1: Free and 

hydrolyzed formaldehyde (water extraction method). Analysis was performed by UV/VIS 
spectrophotometer. 

 
Result  
(mg/kg) 

 

 
Formaldehyde ND 
 
Note: ND = Not Detected 
 1ppm =1 mg/kg 
 Detection limit = 16 mg/kg 
 

Extractable Heavy metal 

 

Test Method: Heavy metals are extracted by acid perspiration solution according to ISO 105/E04, analysis was  

 performed by ICP-MS and UV-VIS 

 

 Test Item(s) Result 

Arsenic (As) ND 

Cadmium (Cd) ND 

Cobalt (Co) ND 

Chromium (Cr) ND 

Nickel (Ni) ND 

Lead (Pb) ND 

Copper (Cu) ND 

Mercury (Hg) ND 

Antimony (Sb) 2.89 mg/kg 

Chromium VI (Cr VI) ND 

 

Notes : 

 MDL (Method Detection Limit): 

 Arsenic = 0.1 mg/kg               Cadmium = 0.05 mg/kg 

 Cobalt = 0.5 mg/kg                 Nickel = 0.5 mg/kg 

 Lead = 0.1 mg/kg                   Copper = 5.0 mg/kg 

 Antimony = 1.0 mg/kg            Mercury = 0.01 mg/kg 

 Chromium (total) = 0.5 mg/kg  

 Chromium VI=0.5mg/kg   

 ND = Not Detected (< MDL) 
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Remarks : 

                  (1) 1 mg/kg = 0.0001% 

                  (2) MDL = Method Detection Limit 

                  (3) ND = Not Detected ( < MDL ) 
 
 

Sample Photo 

 
 

*** End of Report *** 
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